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Supplier Base Finish
Layer Stack up Description Description Stock Number | Thickness | Thickness €r Impedance ID | N1 Supplier
[ ] LEGEND
. sM/001 Liquid Photolmageable Mask 1~ 500-001 4.200 0  Polar Samples
1 A ][3I | [ | [ | [ | [ | 10z Copper Foil 1.4 1.400 2.800 0 Isola
|: | 370HR 2113 3.200 3.200 4.210 ISOLA
|: | 370HR 7628 7.000 7.000 4.340 ISOLA
|: | 370 HR 2113 3.200 3.200 4.210 ISOLA
2 8 E 1 ] [ ][ ] [ ] | 1.400 1.400
S 4-7628 370HR 28.000 28.000 4.340 ISOLA
3 2 LI I1 I1 I1 11 1.400 1.400
|: | 370HR 2113 3.200 3.200 4.210 ISOLA
|: | 370HR 7628 7.000 7.000 4.340 ISOLA
|: | 370HR 2113 3.200 3.200 4.210 ISOLA
4 . [ ][ ][ ][ ] ] 1oz Copper Foil 1.4 1.400 2.800 0 lIsola
s svi/001 Liquid Photolmageable Mask 1~ 500-001 4.200 0 Polar Samples

Notes

LEGEND

Copper Thickness = 8.400 |

Dielectric Thickness = 50.600 |

Overall Processed Thickness = 59.000
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